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Caleb Brett
230 Crescent Avenue

617-884-5412 Chelsea, Ma. 02150
REPORT OF ANALYSIS

Qur Ref, 99931120 Product # 6 Fuel Oil
Client(s) Sprague Grade 2.0%
Client(s) Ref. {TBN Sample Date | 12/18/2003
Classification |Shore Tank 1 after discharge [Test Dale 12/18/2003
vessel/Barge |United Moonlight Repori Date | 12/18/2003
Terminal Sprague Location Porismauth, NH
| Tests [Method | Results | Unit of Measure I
AP Gravity @ 60°F D-4052 12.5 API
Flash Point, PMCC D-93 8 204 Deg F
Pour Point/Upper D-97 -3127 Deg. C/F
Sulfur Content D-4294 *2.00 WT. %

S & W Content D-17596 0.50 Vol. %
Viscosity @ 122°F D-445 251.2 cSt

. D-2161 118.8 SFS

Ash Content $-482 0.063 WT. %
Heat of Combustion D-240 18,398 Btu/ib
Gravily Table 8 B.184 Btu/tb
Heat of Combustion D-240 151,569 Blu/Gal,
Nitrogen D5762 0.34 WT. %
Vanadium D58638 138 Dpm
Sodium 058638 24 ppm
Water by Distiflation D-95 0.40 Vol, %
Sediment by Extraction D-473 (.06 WT. %
Asphallenes D-3279 4.8 Wt %
Conradson Carbon Residue £-189 10.8 Wt %

* Avgf2 Test Runs

Joe Glennon

LWIL/H.O. Rep. 11/8/01

intertek Caleb Breit

SPRAGUE PROVIDES THE ATTACHED INSPECTION R

REPRESENTING THE SPECIFICATIONS OF THE PROD%%%%’%EL ;%gwus
TERMINAL I TANK ON THE DATE OF INSPECTION NOTED ON THE CERTIFICATE
THIS ANALYSIS 1S PROVIDED 70 THE CUSTOMER FOR THE PURPOSE OF
ESTABLISHING THE INDEPENDENTLY VERIFIED PRODUCT SPECIFICATION O

A COMPOSITE BASIS IN SPRAGUE'S TERMINAL SHORE TANK AS NOTED ON THE
CERTIFICATE THE INSPECTION REPORT IS NOT TO BE USED FOR ANY OTHER

PURPOSE SPRAGUE DISCLAIMS ANY LIABILITY FOR THE PRODUCT AFT ER DELSVERY

BY SPRAGUE TO CUSTOMER. SPRAGUE DISCLAIMS ANY WARRANTY OF

MERCHANTAZILITY OR FITNESS FOR AN INTENDED USE EXCEPT AS MAY E
SET FORTH IN WRITING IN ANY CONTRACT O TERMS OF SALE Bﬁggg;‘géggéﬁ
AND A BUYER OF PRODUCT. SPRAGUE ASSUMES NO LIABILITY FOR CLAIMS OR LOSSES

THAT 8AY ARISE FROM CUSTOMER'S USE OF THIS INSPECTION REPORTIANALYSIS,



